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WPC DECKING

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however,
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample
information provided by client.
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For further details, please refer to the following page(s)
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Summary of Results:
No. Test Item Test Method Result
Angle of Insecurity: 20.6°
1 Wet/barefoot ramp test Refer to DIN 51097:1992 )
Quality group: B

Original Sample Photo:

Testing direction
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Test Item: Wet/barefoot ramp test

Sample Description: Flooring, See photo

Test Method: Refer to DIN 51097:1992

Test Condition:
Specimen: 1000mmx150mm, 3pcs form a testing surface 1000mmx450mm, see photo
Test solution: potable water with a uniform concentration of 1g/L sodium lauryl sulfate
was used as a wetting agent.
Testing surface: see photo
Testing direction: see photo

Test result:

Test item(s) Test result(s) Quality group

Anti-slip properties (wet/ barefoot ramp test) Angle of Insecurity: 20.6° B

Note: 1. Test solution temperature: 23 °C.
2. Lab environmental temperature: 23 °C.

3. There was no verification surface used for test.

Appendix A: Quality group of wet/barefoot ramp test
Quality group Angle (degrees)
A Xz12°
B X=18°
C Xz24°

*kkkkkkk End Of report********
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