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CUSTOMER NAME: SHANGHAI INTCO INDUSTRIES CO., LTD.
ADDRESS: NO.1299 HUBIN ROAD, FENGXIAN DISTRICT, SHANGHAI, CHINA

Sample Name . WPC DECKING

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however,
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample
information provided by client.

PE——
Test Required : Flexural Properties

SGS Ref. No. © 15794697

Ref. Standard : EN 15534-1:2014 Section 7.3.2 & Annex A

Date of Receipt . Dec 15, 2021

Testing Start Date . Dec 15, 2021

Testing End Date . Dec 23, 2021

Test result(s) . For further details, please refer to the following page(s)

(Unless otherwise stated the results shown in this test report refer only to
the sample(s) tested)

Signed for

SGS-CSTC Standards Technical
Service (Shanghai)Co., Ltd.

ziven Wy

Ziven Wang
Authorized signatory
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Summary of Results:
No. Test Item Test Method Result Conclusion
] EN 15534-1:2014 Section
1 Flexural Properties See Result /
7.3.2 & Annex A
Note: Pass : Meet the requirements;

Fail : Does not meet the requirements;
/- Not Apply to the judgment.

Original Sample Photo(s):

subject to Terms anu Condl.tlnna for Electronic Documan B
Attention is drawn to the limitation of liabllity, }ndemnll‘lc«tlon and Juris:

ion from s:emls[ng all their r

Unless otherwise agrnd In wrltlng this uocu.:nsnl Is ilsuod by Ihe Comp ,dselbjecl to ils | Conditl of Service printed
erms-and-

and, for electronic format ducumsntn

5
advised that information contained hereon reflects the Company's ﬂndmgs sl thn tlma u" |Is mlerventmn!::mly and wllhm ths |in1ll$ af
Cllonls instructions, if any. The Comp?'ny :r:jole rsspnnslbllngeis 1o its Client and this do:ur#m'll does not ononm:; parlios to a

t cannot

axcupl in full, without prior written ap roval of the Ci

forgary or falsil ion of the content or

RN
&7 Inspaction & Testing Servi

results shown in this test report refer onl

or email: CN.Docchecki@sgs,com

No.59, Block 1159, East Kang Uiao Road, Pudong District, Shanghai, China. 201319 {86-21) 61196300

appearance of this document is unlawful and offenders may be rosooutw to the fullest extent of the law. Unless otherwise staled the
? to the sampie(s) tested and such sample(s) are retained for 30 days only.
Attantion: To check the authenticity of tasting finspection report & certificate, please contact us at telephone: (BE-T55) B30T 1443,

f(86-21) 61191853 /68183920  www.sgsgroup.com.cn
1{86-21)61191853/68183920 e sgs.china@sgs.com

FE - b - % B AR BE11505560S 4R 201319 1(86-21)61196300
|

Member of the SGS Group (SGS SA)




TEST REPORT

No. : SHIN2112087489CM

Date : Dec 23, 2021
Page: 3of 3
Test Item: Flexural Properties
Test Method: EN 15534-1:2014 Section 7.3.2 & Annex A
Test Condition:
Specimen: 560mmx149mmx22mm, 5pcs
Testing speed: 16.28mm/min
Span: 440mm
Lab Environmental Condition: 23+2°C, 50+5%RH
Test Result:
Test Result
Test Item Average
Individual Value
Value
Breaking load (N) 2326 2418 2414 2222 2422 2360
Flexural strength (MPa) 21 23 22 20 22 22
Modulus of elasticity (MPa) | 3.61x10% | 3.75x10% | 3.59x10% | 3.70x10% | 3.72x103 | 3.67x103

*kkkkhkkk End Of report********

In the territory of the People's Republic of China, the test report without CMA logo expresses the test
report shall only be used for client scientific research, teaching, internal quality control, product

research and development, etc...and just for client internal reference.
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