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CUSTOMER NAME: SHANGHAI INTCO INDUSTRIES CO., LTD
ADDRESS: NO.1299 HUBIN ROAD, FENGXIAN DISTRICT, SHANGHAI, CHINA

Sample Name . WPC DECKING

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however,
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample
information provided by client.

PE——

Test Required . Falling Mass Impact Resistance

SGS Ref. No. © 15794697

Ref. Standard : EN 15534-1:2014+A1:2017 Section 7.1.2.1 & EN 477:2018 and Client’s
Requirement

Date of Receipt . Dec 15, 2021

Testing Start Date . Dec 15, 2021

Testing End Date . Dec 28, 2021

Test result(s) . For further details, please refer to the following page(s)

(Unless otherwise stated the results shown in this test report refer only to
the sample(s) tested)

Signed for

SGS-CSTC Standards Technical
Service (Shanghai)Co., Ltd.

zien Wors

Ziven Wang
Authorized signatory
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Summary of Results:
No. Test Item Test Method Result Conclusion
) EN 15534-1:2014+A1:2017
Falling Mass Impact )
1 ) Section 7.1.2.1 & EN 477:2018 See Result Pass
Resistance ] ]
and Client’'s Requirement
Note: Pass : Meet the requirements;
Fail : Does not meet the requirements;
/- Not Apply to the judgment.
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TEST REPORT

Test Item: Falling Mass Impact Resistance
Test Method: EN 15534-1:2014+A1:2017 Section 7.1.2.1 & EN 477:2018 and Client's Requirement

Test Condition:

Specimen: 300mmx149mmx22mm, 10pcs
Weight of striker: 10009

Diameter of Hemispherical Striking Surface: 50mm

Client specified falling height: 700mm

Support Span: 200mm

Lab environmental condition: 23+2°C, 50+5%RH

No. : SHIN2112087481CM
Date: Dec 28, 2021

Page: 3of 3

Test result:
Test Item Test Result Client’s Requirement Conclusion
Falling Mass Impact | No cracks, maximum depth of | Maximum depth of residual b
ass

Resistance

residual indentation: 0.2mm

indentation < 0.5mm

*kkkkhkkk End Of report********

In the territory of the People's Republic of China, the test report without CMA logo expresses the test

report shall only be used for client scientific research, teaching, internal quality control, product

research and development, etc...and just for client internal reference.

Unless mherw!se agreed In wrltlng Ihis documenl Is Issued by the C
on request or at hitp:/iwww,

P subject to iis | Conditl of Service printed

sgs.com/en/Term
subject to Terms and Conduluuns for Electronic Dacm»ents atl lﬁl .waw.s

Attention is drawn fo the of liabllity, |

5. :om.fen erms A

d-Conditions.a and, for electronic format documents,
Canaltlonsﬂ‘erms - Do:umsnl as :.

tio ues erein. Any of this
advised that information contained hereon rsllacts the Cnmpany 3 ﬂndlngs at lhe tima uf |Is intervention Dnly and within lhB Ilmll.s uf
Client’s instructions, it any. The Company’s %ole fssponsrblingels to its Client and this do:un_:_-grl does not exonerate parties to a

transaction from exercising all their rights

except in full, withoul prior written ap rmnal of the C An

of the content or

i i
appearance of this document is unlawful and offenders may be prosecuted to lhe fullest exlenl o the Iaw Unlass otherwise stated the

om

NoE , Blocl !158 East Kang anRo‘ad Pudang District, Shanghai, China. 201319

t(86-21) 61196300

ts shown in Ihls test report refer DI'I|Y to the sampte(s] tested and such sample(s) are lBl-E!lIBﬂ for 30 days only.
nticl tasting /inspaction report & ce

tificate, please contact us at telephona: (B6-T55) B30T 1443

f(B6-21) 61191853 /66163920  www.sgsgroup.com.cn
1{86-21)61196300  1{86-21)61191853 /66183920 e sgs.china@sgs.com

PE- - BERENEBEI1595695 M 201319
T

Member of the SGS Group (SGS SA)




		2021-12-28T15:53:18+0800
	Shenzhen
	SGS officially issued document




