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CUSTOMER NAME: SHANGHAI INTCO INDUSTRIES CO.,LTD.
ADDRESS: NO. 1299 HUBIN ROAD, FENGXIAN DISTRICT,SHANGHAI,CHINA

Sample Name . WPC

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however,
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample
information provided by client.
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SGS Ref. No. © 16155771

Date of Receipt : Nov 17, 2022

Testing Start Date : Nov 17, 2022

Testing End Date : Nov 23, 2022

Test result(s) . For further details, please refer to the following page(s)

(Unless otherwise stated the results shown in this test report refer only to
the sample(s) tested)

Signed for
SGS-CSTC Standards Technical
Services Co., Ltd. Suzhou Branch

Am .Z-lm

Aaron Zhu
Authorized signatory
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Summary of Results:
No. Test Item Test Method Result Conclusion
1 Low temperature test Provided by client See result /
Note: Pass : Meet the requirements;

Fail :

Does not meet the requirements;

/- Not Apply to the judgment.

Unleas otherwise agreed In writing, mmumwmwmwmmmumm

overleaf, avallable on muu{urmulbhlt hittp /o

subject to Terma and cu

Monuﬂmnhmlﬂmhﬁmofm ification

advised that infor hereon reflects the Company's

Client's Instructions, The . mlbﬂﬂhblhclummmdmm to s

from exercising all their ts and thons w documents. This document cannot

axcept In full, without of the . Any ! tha contant or
nce of this document Is unla may be to the fullest extent of the law. Unless otherwise stated

mmmnlnmlsbmtnmmuron ‘omwnph(a] mmmﬂ«-)mwmmwuy‘

or emall: CN.Docch 8,.C0M

e, No78 Xingin Streel, S, Suzhou, China. 216021 1 (86-512) 62088200 f (86-512) 62088212  www.sgsgroup.com.cn

| BEEN TORESHETISENCLTOH0STE NN: 2621 (6651262068200 { (661262988212 o sgnchina@egecom

Member of the SGS Group (SGS SA)




TEST REPORT

No. : SUIN2211012496MR
Date : Nov 23, 2022
Page: 3of 4

Test Item: Low temperature test
Sample Description: Finished products
Test Method: Provided by client
Test Condition:
Temperature: -40°C
Duration: 48 hours
Lab Environment Condition: 15°C ~ 35°C, 25% ~ 75%RH

Test Result:

Sample Result

1#~3# No visual change in appearance

Test Photo:
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Reference sample Test sample Reference sample Test sample
Before test After test

Equipment Information:

Equipment Model Equipment No. | Calibration date | Next Calibration date
Constant temperature C4-340E

) SUZMR-289 2022-06-02 2023-06-01
humidity chamber Series

- The test report was published by SGS-CSTC SuzZhou Branch.
In the territory of the People's Republic of China, the test report without CMA logo expresses the
test report shall only be used for client scientific research, teaching, internal quality control, product
research and development, etc. and just for client internal reference.
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