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CUSTOMER NAME: SHANGHAI INTCO INDUSTRIES CO.,LTD. 

ADDRESS: NO. 1299 HUBIN ROAD, FENGXIAN DISTRICT,SHANGHAI,CHINA 

 

Sample Name : WPC 

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, 
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample 
information provided by client. 

*********** 
SGS Ref. No. : 16155771 

Date of Receipt  : Nov 17, 2022 

Testing Start Date  : Nov 17, 2022 

Testing End Date : Nov 23, 2022 

Test result(s)    : For further details, please refer to the following page(s) 
(Unless otherwise stated the results shown in this test report refer only to 
the sample(s) tested) 

 
Signed for 
SGS-CSTC Standards Technical  
Services Co., Ltd. Suzhou Branch 

 
Aaron Zhu 

Authorized signatory 
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Summary of Results: 

No. Test Item  Test Method Result Conclusion  

1  Low temperature test Provided by client See result  /  

 

Note: Pass : Meet the requirements; 

Fail : Does not meet the requirements; 

/ : Not Apply to the judgment. 
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Test Item: Low temperature test 

Sample Description: Finished products 

Test Method: Provided by client 

Test Condition: 

Temperature: -40℃ 

Duration: 48 hours 

Lab Environment Condition: 15℃ ~ 35℃, 25% ~ 75%RH 

Test Result: 

Sample Result 

1#~3# No visual change in appearance 

 

Test Photo: 

 
During test 
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Reference sample                  Test sample 

Before test 

Reference sample            Test sample 

After test 

 

Equipment Information:  

Equipment Model Equipment No. Calibration date Next Calibration date 

Constant temperature 

humidity chamber 

C4-340E 

Series 
SUZMR-289 2022-06-02 2023-06-01 

- The test report was published by SGS-CSTC SuZhou Branch.  

- In the territory of the People's Republic of China, the test report without CMA logo expresses the 

test report shall only be used for client scientific research, teaching, internal quality control, product 

research and development, etc. and just for client internal reference. 

******** End of report******** 
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